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DISCLAIMER: Data presented is provided only to be used as a guide. Properties listed are typical, average values, based on tests 
believed to be accurate. It is recommended that users perform a thorough evaluation for any application based on their speci�c 
requirements. Epoxy Technology makes no warranties (expressed or implied) and assumes no responsibility in connection with the 
use or inability to use these products.

For other useful tips, contact our Tech Service Group: 
techserv@epotek.com or www.epotek.com

Applications of Molded Epoxies

Epoxy resins can be molded into shapes for various applications including:

�t��Lens optics, electro-optical packaging of �ber optics and sensor 
devices. Ingots of molded epoxy can be diced, machined, lapped 
and polished into lens shapes including hemispherical, spherical, 
cylindrical and concave/convex geometries.

�t��Micro-molded camera lens optics directly molded onto CCD/CMOS 
or glass wafers, using the de-wetting properties contributed from 
silicone molds. 

�t��Medical implants such as molding around titanium venal access ports 
or molding a feed-through wire into a pacemaker hermetic case.

�t��Test specimens for scienti�c measurements, including: optical, physical, mechanical, electrical and thermal analysis of epoxy 
resin or epoxy impregnated composites.

Molding Epoxies 
Since epoxies are capable of a low viscosity, liquid appearance, they can be molded into various shapes, much like  
traditional injection molding techniques of thermoplastics. Epoxy resins, however, are thermosetting polymers and should  
be handled di�erently. 

�e pot life of each epoxy should be carefully monitored to ensure optimum molding results.Note:

Fixturing and Tooling
Fixtures are used for the purpose of holding parts in high volume arrays for critical alignments, and providing bonding forces 
and assistance during cure. Similarly, tooling involves the use of tools, clamps, carriers and trays where epoxy splashes or deposits 
are undesirable. In order to avoid this unwanted overspill of material onto the �xture or tool, a mold release agents is applied to 
facilitate release.

Suggested Mold Release Agents

The following materials are commonly chosen as mold release agents:

�t���5�F�î�P�O�¥ �	�1�5�'�&�
 �C�B�T�F�E �Q�S�P�E�V�D�U�T�� Epoxies are very polar molecules and will release well from non-polar surfaces. An example 
of a PTFE based spray coating that works well is a �e Dry Release Agent from Miller Stephenson Chemicals Company.

�t���8�B�Y�� Wax is another material having a non-polar surface along with high molecular weight. When selecting a speci�c wax, it 
is important to choose one that has a high enough melting temperature, in relation to the epoxy curing temperature. Waxes 
are often used for temporary holding of semiconductor wafers during the dicing/sawing/lapping processes.

�t���4�J�M�J�D�P�O�F�T. Silicones can work as well, however special precautions should be taken in handling in order to avoid any potential 
epoxy and silicone interactions. See EPO-TEK Tech Tip 21 for more information.

�t���4�P�E�J�V�N �%�P�E�F�D�Z�M �4�V�M�G�B�U�F �	�4�%�4�
 �4�P�B�Q�� Especially found in the medical industry, where many implantable devices such as 
hearing aids, may be molded using a biocompatible epoxy. In these applications, SDS soap is often the mold release agent  
of choice. 
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